
VIETNAM INSTITUTE FOR BUILDING MATERI ALS (VIBM)
VILAS 003 IS0/l EC 17025:2005 - Centre for Organic Moterials & Construction Chemicals (C)MCC)

Diachi (Address):235 duong Nguydn TLai, phudng Thanh Xudn Trung. qu4n Thanh Xuan, fidil ph6 Hd Ndi
Di€nthoai (Tel): 04 38582912; Fax: 04.38581112; \lebsite: htip:iivibnr.vni: E-mail: ttrlhc@gmail corn
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PHIEU KET NGHIEM I TEST REPORT
S ..^/LXD:VLHC

1. Co' quan gti mdulClien r: VAN PHONG CHUNG NHAN - VIEN vAr UEU xAY D\.ING
2. Loai mdulKincl of sample: Scvn md ngo4i thdt Davosa Stand DV13

4. 56luo.rig mdtlQuantiD,: 01 m6u

5. 56 phitiu Trung tdmlCen.No: 1158/KI{TN

6. Nedy nhAn mAu/Date of received sample:221412021

rnr QUA rrrONGHriMt RESULT

Hd N|i, ngdy 19 thdng 5 ndm 2021

C6n bQ phdn tich (Test By): Hdr, Duy6n

ViQn Vft liQu xiy dUng PTN VILAS OO3 . TT.VLHC & HPXD

Trinh Th! HIng

STT
(tc)

TGn chi ti6u
(Items)

Don vi
(Unit)

I(et qua
(Results)

Mric y6u cflu
cfia QCVN

16:2019/BXD

Phucrng phfp thfr
(Test methods)

Ddnh gi6
(Evaluation)

I DQ b6m dinh (Adhesive) Lo4i 0 <1 TC\rN 2091:2015
Dat tieu chuAn

(Passed)

2

DQ rira trdi, sau 1200 chu
ky (Washability, after 1200
cycles)

tlat > 1200 TCVN 8653-4:2012
Dpt ti6u chu6n

(Passed)

3

Chu k! n6ng lanh, sau 50
chu kj, (Heat sockresistance,
after 50 cycles)

<lat >50 TC\rN 8653-5:2012
Dgt ti6u chuAn

(Passed)

xAv oUreTo

Ghi chfi (Note)

- Miiu tlo khfch hdng gti d6n phdng thi nghidm VILAS 003-Vi6n VAt 1i0u xAy dgng. Tdn co quan gui miu, tdn miu trdn pliCu tet qui tlli nghi6rn do hhrir,h

hring dit (Samples were sent to lab I.ILAS 003-VIBM. Name oJ client and sample as clienl's requesl),

KOt qud thu nghiQnr chi c6 gid tri voi miu Klong duoc sao trich m6t phnn Phitiu k6t quzi nay khi kh6ng duoc su d6ug y hang var ban uua phong thi nghrgm
VILAS003 (Thisle,:lreportvalidfor,sampleonly.Thistestreportshallnolreproducedexceptinfull,wilttoutthel,vritteilaprotalofL,tLAS003).


