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PH1Eu KET auA THU NGH1eM 
TEST REPORT 

S6 (No) :43,.5.'.1../VLXD- VLHC 
I. Co quan giri mfrn/Client: VAN PHONG CHUNG NHJN - VI$N V k, T LI$U :xJ\ Y Dl/NG 
2. Lo(li m~u/Kind ofrsample: SO'D nqi cao cip Smooth. Int Mercury VS112 
3. 0?'11 vi saltuAtJ Proiluction fa:,tory: Cong ty TNHI--1 Cong ngM Delta Vi~t Nam 
4. So lu9ng mau/Quantity: 01 mau 
5. S6 phi~u Truog fam/Cen.No: 1157 /KHTN 
6. Ngay nh~n m~u/Date of received sample: 22/4/2021 

KET QUA THU'NGHI~M/ TEST RESULT 

SIT 
(Nl) 

Ten chi tieu 
(Items) 

DO'D vj K~tqua 
(Unit) (Results) 

Mtrcyeu cau PhtrO'Dg phap thfr Danh gia ctiaQCVN (Test methods) (Evaluation) 16:2019/BXD 

2 

0(> ben cua lap SCYn phu theo 
phep thir cilt o (Resistance of Lo(li 
aint coatin s b cross-cut test 

0(> rua troi, sau I 00 chu ky 
(Washability, after JOO cycles) 

. /~ . 
PHO Vl~N TRUONG 

JVpr'~fl<in~ 

Ghi d,u (Note): 

0(lt tieu chu&n 61 TCVN 2097:2015 (Passed) 

tQO TCVN 8653-4:2012 0(lt tieu chu&n 
(Passed) 

Ha N(Ji, ngay 20 thting 5 niim 2021 

Can bq phan tich (Test By): Ha, Doyen 

PTN VILAS 003 · TT.VLHC & HPXD 

)JL 
Trinh Thi Hing 

- Mau do khflch hilng giri d6n ph6ng thi nghi¢m VlLAS 003-Vi¢n V~t li¢u xfty dvng. Ten co quan giri mdu. tCn m:iu tren Phieu ket qua thir nghi¢m do khach 
hllng d~t. (Samples were sent ro lab VILAS 003-VIBM. Name of client and sample as client S request). 

- K6t qua tlui nghi¢m chi c6 giii tri vO'i mfiu. Kh6ng duqc sao trich mQt phfin Phi~u k6t qua nily khi khOng duqc S\l ddng y biog vim b:in clla PhOng thi nghit;m 
VILAS 003. (This rest report valid for sample 011/y. This test report shall not reproduced except in full, without the written aproval of VJLA.S 003). 
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